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 مقدمه -1
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 ترویجیمقاله 

 داریپا يبندد بستهيدر تول یخوراک يهاکاربرد قارچ
 

 

 

 چكيده
ها دارند. کيپلاست يست به جايزطيدار محل به مصرف محصولات دوستيكنندگان تماامروزه مصرف

 يافراد بلكه برا يشوند كه نه تنها برايد مير توليپذديافت و تجديازست از مواد قابل بيزطيدار محدوست يبندبسته

ست است كه در يزطيدار محدوست يهايبنداز انواع بسته يكية قارچ يبر پا يبندمن است. بستهيز ايست نيزطيمح

چه واند به هر آنتيع است كه ميقارچ با رشد سر يشيوم بخش رويسلياست. م ه قرار گرفتهر مورد توجّياخ يهاسال

شكل و با كه قارچ از آن جاد كند. پسيا يارشته ۀار فشرديبس ارزش بچسبد و شبكهكم ياطرافش باشد مانند مواد آل

رند. يگيقرار م يمار حرارتيشوند و تحت تيمواد خشک م ،ف رشد قارچتة مطلوب رشد كرد، به منظور توقّيدانس

به شكل و ساختار مورد نظر  يابيدست يز براين يزريو برش ل يسازشردهمانند ف يليتكم يندهايممكن است از فرا

ن است كه ييپا ةنير و با هزيپذبيتخرستيمقاوم به حرارت و آتش، ز ياماده يدياستفاده شود. محصول تول

ند تا كنيها به طور كامل رشد نموميسليكه م ييجادارد. از آنرا  يسنتز يفوم يهاکيمشابه پلاست ييهايژگيو

ن مقاله يوجود ندارد. ا ياز بابت سلامت يجه نگرانيگونه اسپور و در نتچيهلذا  ،نمايندجاد يرا ا يشيزا يهابخش

 يبرا دارين پايگزيها به عنوان جاوم و كاربرد آنيسلية ميد مواد بر پايموجود در تولفنّاوري  تيبر وضع يمرور

 رن است.ياستايپل
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1- Biomass 

2- Waste Stream 

3- Shigeru Yamanaka 

4- Hydrophobic Material 

 

 قارچ يت و كاربردهاياهم -2

][

][

][

][

D

ۀ

                                                 
5- Armillaria 

6- Selenium 

7- Riboflavin 

8- Niacin 

9- Parkinson 

10- Alzheimer 

11- Terpenes 

12- Steroids 

13- Anthraquinones 

14- Benzoic Acid Derivatives 

15- Quinolones 
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افته يرشد  يقارچ يهافياز ه يكروسكوپير ميتصو -1شكل 

 .]3[يعيبر طبيک في يرو

د يوومووورد اسووتفاده در تول يهوواانووواع قووارچ -3

 يبندبسته

                                                 
1- Ascomycota 

2- Basidiomycota 
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 ]11[كوتايوميديبازدر  يعرض ۀواريا ديسپتا  -2شكل 
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3- Septa 

4- Anastomosis 
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 به کيف نزديآناستوموز در دو ه ۀديروند پد -3شكل 

 ]11[گريكدي

][

 د قارچمراحل رش -4

ۀ
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1- Primordia 

 
 ]11[ستيوميديزبا يچرخه زندگ -4شكل 
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 ه قارچيكشت اول -1

MgSO4K2HPO4KH2PO4

CaCO3Zn(CH3COO)2ZnSO4CuSO4

ۀ

                                                 
1- Shaker Incubator 

][

ۀ

.

 وميسليه ميبر پا يبندانواع مواد بسته -6

 خالص يهاوميسليم -6-1

][

 

                                                 
2- Centrifuge 

3- Spawn 

4- Static 

5- Machine-Shaken 

 ]11[وميسلية ميد مواد بر پايمورد استفاده در تول متداول يهاقارچ -1جدول 

 پليپوروس اسكواموسس گانودرما لوسيدوم ترامتس ورسيكالر پلوروتوس اوستراتوس قارچ ينام علم

 قارچ دم بوقلمون يقارچ صدف نام مصطلح
افزا، قارچ قارچ جان

 شيير

اد، قارچ ين دريقارچ ز

 يشت قرقاولپ

 ريتصو
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وم يسليوم )چپ(، ميسليه ميت بر پايكامپوز -1شكل 

][خالص )راست(

pHۀ

pH

ۀ
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ۀ
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1- Submerged Cultivation 

2- Pleurotus Ostreatus 

3- Ganoderma Lucidum 

4- Dextrose 

5- Schizophyllum Commune 

sc3

][

 وميسليت ميكامپوز -6-2
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6- Hydrophobin Gene 

7- Oligosaccharides 

8- β-Glucan 

9- Sterilization 

10- Pasteurization 
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1- Oregano Oil 
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 يقارچ يبندد و مصرف بستهيتول -7
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2- Expanded Poly Styrene (EPS) 

3- Trametes Multicolor 
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1- Startup Company 

2- Mycobond  

][

                                                 
3- Spore 

4- Allergens 

 
 مختلف يكاربردها يبرا يوميسلية مواد ميفوم بر پا -6شكل 

 

 
 ]1[ة قارچيبر پا يفوم يبندد بستهيزات توليتجه -7شكل 

 



 

 
 

 4399 بهار -14شماره  -دهم یازسال                                                                                                                       

 

  

 

كاربرد قارچ
ها

 ي
خوراك

 ي
در تول
ي

د بسته بند
 ي

يپا
دار

 

 يريگ جهينت -8

  منابع -9

1.  Abhijith, R., Ashok, A., and 

Rejeesh, C. R. (2018). 

“Sustainable packaging 

applications from mycelium to 

substitute polystyrene: A 

review.” Mater. Today Proc., 

Elsevier Ltd 5, 2139–2145. 

2.  Appels, F. V. W., Camere, S., 

Montalti, M., Karana, E., Jansen, 

K. M. B., Dijksterhuis, J., 

Krijgsheld, P., and Wösten, H. A. 

B. (2019). “Fabrication factors 

influencing mechanical, 

moisture- and water-related 

properties of mycelium-based 

composites.” Mater. Des., Elsevier 

Ltd 161, 64–71. 

3.  Jiang, L., Walczyk, D., Mooney, 

L., and Putney, S. (2016). 

“Manufacturingbof mycelium- 

based biocomposites.” 

International SAMPE Technical 

Conference, 1944-1955. 
4.  Bajwa, D. S., Holt, G. A., Bajwa, 

S. G., Duke, S. E., and McIntyre, 

G. (2017). “Enhancement of 

termite (Reticulitermes flavipes 

L.) resistance in mycelium 

reinforced biofiber-composites.” 
Ind. Crops Prod. 107, 420–426. 

5.  Wösten, H. A. B. (2019). 

“Filamentous fungi for the 

production of enzymes, 

chemicals and materials.” Curr. 

Opin. Biotechnol. 59, 65–70. 

6.  Girometta, C., Picco, A. M., 

Baiguera, R. M., Dondi, D., 

Babbini, S., Cartabia, M., 

Pellegrini, M., and Savino, E. 

(2019). “Physico-mechanical 

and thermodynamic properties 

of mycelium-based 

biocomposites: A review.” 
Sustain. 11 (1), 281. 

7.  Holt, G. A., McIntyre, G., Flagg, 

D., Bayer, E., Wanjura, J. D., 

and Pelletier, M. G. (2012). 

“Fungal mycelium and cotton 

plant materials in the 

manufacture of biodegradable 

molded packaging material: 

Evaluation study of select 

blends of cotton byproducts.” 
J. Biobased Mater. Bioenergy 6, 

431–439. 

8.  Santhosh, B. S., Bhavana, D. R., 

and Rakesh, M. G. (2018). 

“Mycelium composites: An 

emerging green building 

material.” Int. Res. J. Eng. 

Technol. 05, 3066–3068. 

9.  Bafkar, O. (2015). “Mycelium 

material new replacement for 

thermoplastics.” Research 

Proposal, 1-2. 

10.  Rathore, H., Prasad, S., Kapri, 

M., Tiwari, A., and Sharma, S. 

(2019). “Medicinal importance 

of mushroom mycelium: 

Mechanisms and applications.” 
J. Funct. Foods, Elsevier 56, 

182–193. 

11.  Valverde, M. E., Hernández-

Pérez, T., and Paredes-López, O. 

(2015). “Edible mushrooms: 

Improving human health and 

promoting quality life.” Int. J. 

Microbiol. 2015. 

12.  Wagner, A. (2016). 

“Mycelium Biking: Eco-design 

at its best,” Luleå University of 

Technology. 

13.  Bayer, E., and McIntyre, G. 

(2009). “Method for producing 



 

    4399 بهار -14شماره  -دهم یازسال       

 

   

 

 
رچ

 قا
رد

ارب
ك

 يها
راك

خو
 ي

تول
در 

ي
ند

ه ب
ست

د ب
يپا ي

دار
 
rapidly renewable chitinous 

material using fungal fruiting 

bodies and product made 

thereby.” United States. United 

States patent US20090307969A1. 

14.  Bayer, E., McIntyre, G., and 

Swersey, B. L. (2008). “Method 

for producing grown materials 

and products made thereby.” 

United States. United States patent 

US20080145577A1. 

15.  Lelivelt, R. J. J. (2018). “The 

mechanical possibilities of 

mycelium materials.” Master's 

Thesis,Eindhoven University of 

Technology, 1–82. 

16.  Karana, E., Blauwhoff, D., 

Hultink, E. J., and Camere, S. 

(2018). “When the material 

grows: A case study on designing 

(with) mycelium-based 

materials.” Int. J. Des. 12, 119–

136. 

17.  Liu, R., Long, L., Sheng, Y., Xu, 

J., Qiu, H., Li, X., Wang, Y., and 

Wu, H. (2019). “Preparation of a 

kind of novel sustainable 

mycelium/cotton stalk 

composites and effects of 

pressing temperature on the 

properties.” Ind. Crops Prod., 

Elsevier 141, 111732. 

18.  Jones, M. P., Lawrie, A. C., 

Huynh, T. T., Morrison, P. D., 

Mautner, A., Bismarck, A., and 

John, S. (2019). “Agricultural by-

product suitability for the 

production of chitinous 

composites and nanofibers 

utilising Trametes versicolor and 

Polyporus brumalis mycelial 

growth.” Process Biochem., 

Elsevier Ltd 80, 95–102. 

19.  Haneef, M., Ceseracciu, L., 

Canale, C., Bayer, I. S., Heredia-

Guerrero, J. A., and Athanassiou, 

A. (2017). “Advanced Materials 

from Fungal Mycelium: 

Fabrication and Tuning of 

Physical Properties.” Sci. Rep., 

Nature Publishing Group 7, 1–11. 

20.  Jiang, L., Walczyk, D., McIntyre, 

G., and Chan, W. K. (2016). “Cost 

modeling and optimization of a 

manufacturing system for 

mycelium-based biocomposite 

parts.” J. Manuf. Syst., The 

Society of Manufacturing 

Engineers 41, 8–20. 

21.  Jiang, L., Walczyk, D., 

McIntyre, G., Bucinell, R., and 

Tudryn, G. (2017). 

“Manufacturing of 

biocomposite sandwich 

structures using mycelium-

bound cores and preforms.” J. 

Manuf. Process., The Society of 

Manufacturing Engineers 28, 

50–59. 

 

 سندهيدرس نوآ


